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Oil Analysis was taken over a period of four (4) months. 
 
          Amount of Odom. 
Test No. CU FE CR PB AL SI MO NA Oil Added on Oil 

1.*  13 11 1 3 4 9 — 11    4 Gal.    300 

2.*  25 32 3 10 9 13 — 11    4 Gal.    200 

3.**  23 25 2 63 2 19 — 22    ——-    140.5 

4.***  20 27 0 9 4 20 — 22    3 Qts.    122 

5.***  25 25 1 15 5 5 — 23    ——-    223 

*All Readings are Acceptable. 
**Lead is Reportable.  All other Wear Metals are Acceptable. 
*/***With Petron Plus Formula 7 Diesel Engine Conditioner. 
 
AL  =  Aluminum PB   =   Lead 
CR  =  Chrome  NA  =   Sodium 
CU  =  Copper  MO =   Molybdenum 
FE  =   Iron  SI    =   Silicon 
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